
 

 

 

 

Certificate of Analysis 
 

Graphene Oxide 
 

Purity: > 98 wt% 

Diameter: > 50 m 
Thickness: 1-2 layers 

 
Stock#: 2192YJC 

 
 
 

The content of elements in graphene oxide determined by XPS: 
  

Element Contents (%) 

C 50-65 

O 30-50 

S < 1 
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1526 Katy Gap Road, #302, Katy, TX 77494, USA   

Phone: (281) 858-6571  

E-mail: sales@nanoamor.com  
Website: http://www.nanoamor.com 


