
 

 

 

 

Certificate of Analysis 
 

Graphene/Water Paste 
 

Purity of Graphene: > 98 wt% 

Diameter of Graphene (D50): 4-6 m 
Thickness of Graphene: 0.55-3.74 nm (< 10 layers) 

Content of Graphene: 1.0-1.5 wt% 
Content of Dispersants: 0.2-0.75 wt% 

 
Stock#: 8063YJ 

 
 
 

The content of elements in graphene determined by XPS: 
  

Element Contents (%) 

C 96.4 

O 3.6 
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